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Rockwell Hardness Test Results

Qty. Accept:
Qty. Reject:

Specification Info Only

Test was peformed with Diamond indenter and 60 kg load.

Base Metal 2018 Aluminum
Part Number R901.104.304.05

Customer BRAD DAVIS
Control # 0OC18-8085 B
PO # VERBAL BRAD DAVIS

Equipment: UNITED Tru-Blue II Serial No. 2151952

Test Number Location Reading Scale

1764 2151952 28.70 HRA

1765 2151952 31.10 HRA

1766 2151952 28.60 HRA

- Mean 29.47 HRA
M Std Dev 1.42 HRA
/) Min 28.60 HRA
/ 7L Stamp or Signature . Max 3110 HRA
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Rockwell Hardness Test Results

Specification Info Only Customer BRAD DAVIS
Base Metal 2018 Aluminum Control # OC18-8085 A
Part Number 901.104.308.0R PO # VERBAL BRAD DAVIS

Test was peformed with Diamond indenter and 60 kg load.  Equipment: UNITED Tru-Blue II Serial No. 2151952

Test Number Location Reading Scale

1759 2151952 33.10 HRA

1760 2151952 32.50 HRA

1761 2151952 33.80 HRA
)21~ 8 Mean 33.13  HRA

{ P Std Dev 0.65 HRA

vd Min 32.50 HRA
y ‘ - Stamp or Sfgnature - Max 33.80 HRA

Orange Coast Testing Santa Ana, CA
Phone (714) 557-5844  FAX (714) 557-5461 Email: octi@orangecoasttesting.com
Quality with exceptional services is our standard

Page 1 of 1



